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February 4, 1 9 9 7  

SCS Engineers 
371 1 Long Beach Blvd. 
9 th  Floor 
Long Beach, CA 90807 

Attention: Steve Clements 

Subject: Report/Laboratory Testing Results 
Project Name: N/A 
Project No.: 01 931 71.01 
KTL Project No.: 97-074-001 

Dear Mr.  Clernents: 

Enclosed are results of the laboratory testing program conducted on samples from the above- 
referenced project. The testing performed for this program was conducted in general accordance wi th 
testing procedures as follows: 

TYPE OF TEST TEST PROCEDURE 

Grain Size Distribution ASTM D 422 

Attached herewith is a Grain Size Distribution Curve. 

We appreciate the opportunity t o  provide testing services t o  SCS Engineers. If you have any questions 
regarding the test results, please contact us. 

Very truly yours, 

Keantan Laboratories 

Kean Tan, PE 
Principal 

Enclosure 





GRAIN SIZE IN MILLIMETER 

CiKAVEL SAND 

SYMBOL 

GRAIN SIZE 
DISTRIBUTION CURVE 

COARSE 1 FINE /COARSE / MEDIUM 1 FINE 
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I 12/97 FIGURE 

SILT OR CLAY 

SAMPLE ID. 

MW2S-5-45 

PROJECT NAME: 
Project No.0193171.01 i 

U S STANDARD SIEVE OPENING U S. STANDARD SIEVE NUMBER HYDROMETER 

I 

DEPTH 
( FT) 

SAMPLE 
TYPE 

NIA 1 BAG 
I 

SOIL 
TYPE 

LIQUID 
LIMIT c I n  
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